AGGREGATES FOR ASPHALT PAVEMENTS AND SURFACE TREATMENTS
(Ultra-Thin):

(7-18-06) SPI0 RIS

Revise the 2006 Standard Specifications as follows:

Page 10-40, Subarticle 1012-1(A), add the following at the end of the last paragraph, last
sentence:

or ultra-thin bonded wearing course.

Page 10-41, Table 1012-1, add the following as the last row of the Table:
UBWC 100/85 40 45 10

Page 10-42, Subarticle 1012-1(B)(6), add as the last sentence:

The percentage loss for aggregate used in UBWC shall be no more than 35%.



